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Paint

— Intermediate Coat Colors

The intermediate coat will determine the color and quality of the paint finish (smoothness, gloss, brightness and thickness). Be sure
to follow mixing instructions explicitly and measure the paint accurately.
Combination Table: P: Pearl
ombination Table: M : Metallic
For Mass Production For Repair
Top coat
Intermediate coat 2 Intermediate coat 1 Intermediate coat 2 Intermediate coat 1
Exclusive color Exclusive color Epoxy two-part primer
NH-585P (White color base) Use the same hue as the | surfacer (gray) may be
Cayman White P N8.0 exclusive color. used.
(Acrylic urethane paint)
Enamel paint for top
NH-592P coat is used as
Starlight Black P N2.0 N5.0 intermediate coat 2 f
(Acrylic urethane paint)
YR-508M
Heather Mist M N5.0 N5.0 f f
YR-511P
Romanesque N5.0 N5.0 1 1
Bronze P
G-79P
Bayern Green P N2.0 N5.0 f !
G-83P
Eucalyptus N2.0 N5.0 t t
Green P
RP-25P
Dark Currant P N2.0 N5.0 f f

N8.0 : White
N5.0 : Dark gray-1
N2.0 : Dark gray-2
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